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Abstract 
A switchable lens based on a twisted nematic liquid crystal cell 
and a polarization dependent component is demonstrated. This 
switchable lens has advantages in fast response time, low 
chromatic aberration, and low operation voltage. Its potential 
applications include wearable virtual reality, augmented reality, 
and other head mounted display devices. 
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1. Introduction  

Virtual reality and augmented reality [1, 2] are emerging 
wearable display technologies for immersive video games and 
interactive 3D graphics. A critical issue of these display devices is 
distance matching. For 3D displays based on sending different 
images to different eyes, e.g. Oculus RiftTM, the perceived image 
may locate at a distance different from the eye’s focal length, thus 
causing eye-brain conflict and strain. For devices such as Google 
GlassTM, since only one eye is receiving information, the above 
mentioned problem is mitigated. Instead, its major problem is the 
mismatch between the distance of displayed image and the 
surrounding image because the displayed image remains at a certain 
plane. In this case, the viewer cannot focus at the image from the 
device and the surrounding objects simultaneously. In either case 
mentioned above, the need for a tunable/switchable lens is apparent. 
Even though several types of tunable/switchable lenses have been 
proposed before [3], according to [4–6] to achieve a depth-fused 3D 
display, which forms the sense of 3D through fast switching 
between different focuses, it is required to switch between at least 
six image planes while keeping the same angular size. For a display 
with 60 frames per second, when switching between six focal 
lengths in a field sequential manner, the response time should be 
less than 3 ms. Among many proposed tunable/switchable lenses/ 
mirrors, only few candidates can achieve such a fast response time. 
Microelectromechanical systems (MEMS), in particular, a 
deformable membrane mirror device [7] is a promising candidate, 
while current-induced shape-changing lens [8] is another option. 
However, the former is relatively difficult to fabricate for large 
aperture and it is a reflective device, while the latter is essentially a 
current device, which consumes more power. 

In addition to flat panel displays, liquid crystals (LCs) have also 
been widely used in adaptive optics [9], optical coherence 
tomography [10], interferometry [11] and surface profilometry [12]. 
In this paper, we demonstrate an LC focus-switching device for 3D 
head-mounted displays. The LC device used here is a 90o twisted 
nematic (TN) cell [13]. TN is an electrically tunable achromatic 
half-wave (λ/2) plate and has been used as a polarization switch for 
adaptive lens [14, 15]. For a linearly polarized input light, say p-
wave, the output light can be converted to s-wave if the applied 
voltage is off (V=0) or it remains p-wave if V>>Vth (threshold 
voltage). For a commercial TN display, the response time can be as 
fast as 2 ms [16] or sub-millisecond if the cell gap is reduced to 1.6 
µm [17] or a dual-frequency LC [18] is employed, while keeping 
the driving voltage below 10 Vrms. Also, due to its achromatic 
nature, TN-assisted lens system has very little chromatic aberration. 
With these advantages, here we incorporate a TN cell as a 

polarization switch in our optical system. The outgoing beam would 
travel at different paths, depending on the p- or s-wave, when 
entering a polarization dependent component such as a polarizing 
beam splitter (PBS), a wire-grid polarizer (WGP), a dual brightness 
enhancement film (DBEF), or a uniaxial/biaxial plate. Upon 
properly controlling and recombining the output waves with 
retardation films, lenses, and mirrors, this path difference can be 
exploited to change the effective focal distance or image planes and 
thus effectively forms a fast switchable lens. Following this 
principle, different setups, such as the number of lenses/mirrors, 
focal length of each lens/mirror, the distance between the 
lens/mirror, the switching power and the direction of outgoing light, 
can be utilized for different applications. A special advantage of this 
device is that it can create depth information to a 2D image when 
the TN panel is pixelated. 

2. Results and Discussion 

2.1 Experimental setup 

Figure 1 shows the experimental setup to realize the focus 
switching. A 90° TN cell was used to switch the polarization of 
the input beam between s-wave and p-wave. To obtain fast 
response time, we infiltrated a low viscosity LC mixture DIC-

LC2 (  = 32 mPa s 0 1, . 21n    and 2.0  ) into a 4.9-μm TN 
cell. By applying 10 Vrms of an AC voltage (1 kHz frequency) 
to the TN cell, which was sandwiched between crossed 
polarizers, we measured the rise time and the decay time to be 
4.3 ms and 1.0 ms, respectively. Note that here the response 
time was not optimized due to the limited TN cells we have. In 
principle, to meet Gooch—Tarry condition [19] for achromatic 
polarization rotation, the optimal TN cell gap should satisfy 

/ 3 / 2,d n    where d is the cell gap and the wavelength λ 
is usually chosen to be 550 nm. Therefore, for DIC-LC2 

( 0.121n  ), the optimized cell gap is 3.9 μm. Since the 
response time is proportional to d2, by reducing the cell gap 
from 4.9 μm to 3.9 μm, the rise time and the decay time can 
reach 2.8 ms and 0.6 ms, respectively. By using a higher 
birefringence LC material with a thinner cell gap, we can even 
obtain sub-millisecond response time [17]. As Fig. 1 depicts, our 
optical system consisted of a broadband PBS, two broadband λ/4 
polymeric retarder films (450–700 nm, Edmund Optics), two 
lenses (L1 and L2), and two flat mirrors (M1 and M2). The first 
lens L1 ( 1 10 cmf  ) was located at 15 cmP  away from the 

object. After passing through L1, one polarization (red arrow, 
say s-wave) passed straight through PBS, 45°-oriented (with 
respect to the polarization, in the plane that was perpendicular to 
the propagation direction) λ/4 plate, and reached M1. Upon 
reflection, the beam passed through the λ/4 plate one more time 
and its polarization state was converted to p-wave. Thus, it was 
reflected by the PBS toward L2 ( 2 20 cmf  ). The total path 

length from L1 to L2 for the red route is 1 43 cm .d   On the 
other hand, the other polarization (blue arrow, say p-wave) was 
reflected first by the PBS toward the 45°-oriented λ/4 plate and 
M2. Upon reflection from M2, the beam passing through the λ/4 
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plate one more time and was converted to s-wave. As a result, it 
passed through the PBS and L2. Since M2 was placed farther 
away from PBS than M1, its path was longer. The total path 

length from L1 to L2 for the blue route is 2 48 cm ,d   which is 

longer than d1. A digital CCD camera was located at 23 cmD  
away from L2. 

 

Fig. 1. Experimental setup to realize path length difference 
for two different polarizations using a PBS. The two paths 
for s- and p- polarizations are denoted as red and blue 
arrows. The path difference is introduced by placing 
mirrors M1 and M2 at different distances from PBS. 

 

Fig. 2. Fig. 2. When looking into the PBS, the switching 
between two paths results in different images. Photo (a) 
shows the image corresponding to the red line in Fig. 2; 
the image was located at 50 cm away from the camera. 
Photo (b) shows the image corresponding to the blue line 
in Fig. 2; the image was located at 200 cm away. The 
other images beside the main images are results of 
surface reflection from other components. Photos on the 
right side are the enlarged and inverted pictures of the red 
dashed blocks. 

2.2 Two focal length switching 

The resultant images are shown in Fig. 2. As one looks through 
the PBS, two different inverted images can be observed upon 
switching-on and -off the TN cell. We can clearly see the change 
in image planes from the references, which are located at 50 cm 
and 200 cm away from the camera, respectively. The angular 
size in the longer path (blue line in Fig. 1) is slightly larger than 
the size in the shorter path (red line in Fig. 1). Note that some 

other blurred images are present along with the main images, 
resulting from surface reflections. These ghost images can be 
easily eliminated by lamination and integration, or anti-
reflection coating of the components. Slight aberration can be 
seen and was mainly from the small acceptance angle of PBS. 
The observed bluish color results from the employed bluish 
LED flashlight. To reduce aberration, WGP, DBEF or 
uniaxial/biaxial plates can be considered. 
 

 

Fig. 3. Experimental results for the setup shown in Fig. 1 
without L1 and with new configuration (see text). When 
switching on/off the TN cell, we can switch the image 
between 40 cm and 200 cm while retaining its angular 
size. 

 
Fig. 4. Four possible device configurations with more 
versatility. In (a)–(c), green blocks represent the λ/4 films. 
In (d), the blue block, C, denotes a uniaxial/biaxial plate. 

3-4 / Y.-H. Lee

12  •  SID 2016 DIGEST



 

 

 

Fig. 5. Two examples of the stacked device that has 23 
possible focuses. Red bars indicate the location of TN 
cells. Green blocks in (a) represent the λ/4 films and the 
blue blocks in (b) stand for the uniaxial/biaxial plates. 

 

Fig. 6. The experimental result for two-pixel TN. Fixing the 
camera focus at 40 cm, we can set either one or both of 
them to the other distance (200 cm). 

2.3 Image plane switching at fixed angular size 

One of the interesting fact is that, by locating the observer’s eye 
at the focal point, we can perform distance-switching at the 
same angular size to achieve depth-fused 3D display [20]. Along 
this line, we would like to discuss an even more simplified case. 
In this case, we remove L1 such that only one lens remains in 
the system. Even though flexibility is compromised, this 
configuration is particularly useful due to its simplicity. The 
mirrors can also be replaced with wire-grid polarizers or DBEFs 
for see-through applications. To experimentally demonstrate this 
further simplified device, we remove the lens L1 from Fig. 1. 

Mirrors were positioned such that P1 =11 cm, P2 =22 cm, the 
focal length was 25 cm, and the camera was located 25 cm away 
from the lens. The corresponding experimental result is shown 
in Fig. 3. A clear difference can be observed from the references 
in the photos, yet the angular sizes match very well. The 
reference screens were located at 40 cm and 200 cm. Again, 
slight aberration can be found, which mainly results from the 
small acceptance angle of PBS. 
In above discussions we have shown two simplified device 
configurations. In Fig. 4, we plot some generalized device 
configurations. For examples, the mirrors M1 and M2 in Figs. 
4(a)–4(c) could be concaved instead of flat. Green blocks denote 
the quarter-wave films. The two device structures as Figs. 4(a) 
and 4(b) depict, lead to different output directions, yet they both 
have one polarization passing through PBS once and the other 
polarization passing through PBS multiple times. Also, one 
polarization is not reflected by the mirrors while the other is 
reflected twice. On the other hand, in Fig. 4(c), both 
polarizations are reflected by a mirror once and pass through the 
PBS twice. As shown in Fig. 4(d), we can also use a uniaxial 
material (denoted as a blue block), which is favored for compact 
size and lightweight, instead of a PBS to produce the needed 
path difference. For general embodiments, it is not necessary for 
the concave mirrors and convex lenses to be laminated onto the 
PBS or the uniaxial/biaxial material nor are they required to be 
concave/convex/flat; these components can be engineered with 
different shape and different distance for a particular purpose. 
To further reduce chromatic aberration, one can also add extra 
lenses to form apochromatic lenses. The optical path length 
difference in Figs. 4(a)–4(c) can be tailored easily through 
properly positioning the mirrors. While in Fig. 4(d), a 
uniaxial/biaxial plate is exploited to provide the path difference, 
which is decided by the different refractive indices (n1, n2, and 
n3) along different optic axes and the thickness d0. For a uniaxial 
plate, the path difference in the lens system is Δd=d0/n1-d0/n2. 
Since the TN cell can be either embedded onto the system or 
placed outside the system, it is not shown in Fig. 4.  
In either of these cases, the chromatic aberration is rather 
insignificant since PBS, TN and retardation plates are all 
achromatic. The main contribution of the chromatic aberration is 
from the lenses, and this can be reduced through adopting 
achromats instead of using single lenses. When only 
concave/convex mirrors exist, one can obtain minimal chromatic 
aberration. 
To extend the device for multi-focus switching, we can stack 
more than one set of the device. Two of the possible 
embodiments are plotted in Fig. 5. In Fig. 5(a), three sets of 
PBSs and TNs, and two sets of mirrors and retardation films are 
integrated together with one lens. Each TN/PBS set serves as a 
distance switch which all together provides 23 possible image 
planes. In Fig. 5(b), by replacing the PBS with three 
uniaxial/biaxial plates, it forms a more compact device. Note 
that three layers are plotted with different thicknesses for 
versatility. 
2.4 Multi-pixel image plane switching 

In Fig. 6, we demonstrate that this method can provide different 
depth information for a 2D image. We placed two TN cells on 
top of a paper printed with a boy and a girl. Fixing the camera 
focus at 40 cm, we switched on and off separately the two TNs 
and we could keep both images at 40 cm, projected the girl to 
200 cm away (out of the focus), projected the boy to 200 cm 
away, or projected both of them to 200 cm away. If we use three 
high resolution TN panels (without polarizers) in the stacked 
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structure (Fig. 7(a)), then essentially we can project each pixel 
of an image to different desired planes and generate images with 
distance information. 

3. Conclusion 

We demonstrated a switchable lens system by using a TN cell as 
polarization switch to control the optical path length through a 
polarizing dependent component (a PBS or a uniaxial/biaxial 
plate/film) and lens/mirror assembly. This distance control has 
the merits of fast response time, low voltage, low chromatic 
aberration, and simple implementation. It can create distance 
information for a 2D image when the TN cell is pixelated. The 
angular sizes of the images remains the same when we switch 
between different distances. This method can be extended to 
form more than two switchable focal distances (or image planes) 
upon proper arrangement to achieve depth-fused 3D display. 
This device has potential applications in head-mounted displays, 
virtual reality, augmented reality, and 3D displays. 
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